BSS00_114a grain size table

% finer than

Chart table

Sample Depth (ft) Depth (m) %Sand %Silt %Clay
114a-000-002 0.08 #NAME? 184 56.4 253
114a-011-013 1.00 #NAME? 13.4 60.6 26.0
114a-023-025 2.00 #NAME? 0.0 49.4 50.4
114a-035-037 3.00 #NAME? 9.7 46.7 43.7
114a-047-049 4.00 #NAME? 48.0 31.4 20.7
114a-055-057 4.67 #NAME? 58.4 17.8 238
114a-059-061 5.00 #NAME? 85.5 6.6 7.9

Sample LD. Depth mdpt (ft) _Depth mdpt (m) 5% 10%  16%  25%  50%  75% _ 84%  90% _ 95% Mean S.D. ( %Sand %%Silt %Clay
114a-000-002 0.08  #NAME? 0.00 000 000 000 002 005 007 011 016mm 00 18.4 564 253
10.13 9.44 878 802 581 444 379 318 263 phi 63 25
114a-011-013 100 #NAME? 0.00 000 000 000 002 004 006 008 0.3 0.0 13.4 60.6  26.0
1035 951 870 806 603 467 416 3.62 296 64 23
1142-023-025 200  #NAME? 0.00 000 000 000 000 00l 00l 002 002 0.0 0.0 494 504
1066 1026 972 894 802 684 613 584 547 79 18
1142-035-037 3.00  #NAME? 0.00 000 000 000 000 00l 002 006 0.3 0.0 9.7 467 437
1061 1016 948 875 773 610 548 406 292 75 20
1142-047-049 400  #NAME? 0.00 000 000 00l 005 016 019 021 024 0.1 48.0 314 207
9.93 9.09 842 761 441 264 243 226 207 5430
114a-055-057 467  #NAME? 0.00 000 000 000 012 017 020 022 025 0.1 58.4 178 238
10.12 938 869 789 310 253 235 220 2.02 55 32
114a-059-061 500  #NAME? 0.00 001 008 012 016 020 022 024 027 02 85.5 6.6 7.9
8.76 726 3.64 307 265 233 218 205 188 29 07
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